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PARAFIN WAX (OIL CONTENT 2-4%)

Product Analysis
Specification of Paraffin Wax 2-4%
Test Method Results
1- Kinematics Vis. @ 100° ¢ ASTM D-445 7 - 7.35 c.st
2- Congealing Point ASTM D-938 70-72 " ¢
3- Oil content ASTM D-721 2-4%
4- Flash Point ASTM D-92 250" ¢
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